
Soil Mixing Methods



Terminology

Wet Soil Mixing Dry Soil Mixing



Soil Mixing Constituents

METHOD

Wet Dry

Cement, lbs 300 - 750 250 - 600

Water, lbs 300  - 900 0

DIRT 2000+/- 2000+/-

TOTAL 1 Cubic Yard 1 Cubic Yard



Range of Soilcrete Strengths

È Design Strengths 

GENERALLY  Less 

than 300 psi for WET 

METHOD

È Design Strengths 

GENERALLY  Less 

than 100 psi for DRY 

METHOD
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The insitu treatment of soft soils 

using the application of grout slurry 

through mixing.


